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SAF-RC-040
300 Area D&D Waste Characterization

Sampling - Other Solid
FINAL DATA PACKAGE

COMPLETE COPY OF DATA PACKAGE TO:

Mike Stankovich Li-01 KW 12/3/07
INITIAL/DATE

SDG 07-A-6569 SAF-RC-040

X Chem only Rad & Chem

X Complete

Sample Location/Waste Site: 300 Area 309 Bldg.

DEC 06200?

EDMC

COMMENTS:

Rad only

Partial



DATA

CHEM
LAUOATOS, INC.

SUBMITTED TO:
Joan Kessner
Washington Closure Hanford
2620 Fermi Avenue, MSIN H4-21
Richland, WA 99354

REFERENCE DATA:
Client Sample No.:
P.O. No.:
Sample Location:
Sample Type:
Method Reference:
DCL Set ID No.:
DCL Sample ID No.:
Sample Receipt Date:
Analysis Date:

123456>

D EC 2007

-. 4

Oc es12'Co

J16244 through J16279
Not Available
309
Bulk
EPA-600/R-93/116
07-A-6569
07-38065 through 38108
11/16/07
11/28/07 through 11/30/07

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using EPA-600/R-93/116. The samples were acceptable upon receipt
except where noted. The samples were examined under a stereomicroscope in a laboratory fume hood for general
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the material
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized
Light Microscopy*. Estimates of concentration are made on an area basis. The results of the analysis apply only
to the materials analyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChem
Laboratories will dispose of all bulk samples after 60 days unless other arrangements are made.

Anna Marie Ristich
Reviewer

Shawn Smythe
Analyst

*Floor tiles, decorative paints, joint compounds, and cement materials require additional treatment in order to
evaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that are
not visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated.

DataChem Laboratories NVLAP Lab ID: 101917. Laboratory accreditation by the National Institute of
Standards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agency
of the federal government..

CINCINNATI OFFICE WEST COAST OFFICE
4388 GLENDALE-MILFORD ROAD 11 SANTA YORMA COURT
CINCINNATI, OHIO 452423706 NOVATO, CALIFORNIA 94945
513 733-533. FAX 513 733-5347 800 280-8071, FAX 415 893-9469

Ia

-aM

11/30/07
Page 1 of 13



11/30/07

DataChem Laboratories
- brlarie&f LfghtMicroscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6569

Client Sample ID: J16244 J16245 J16246 J16247 J16248
DCL Sample ID: 07-38065 07-38066 07-38067 07-38068 07-38069
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Homog. Homog.
Color: Grey Grey Grey Grey Grey
Texture: Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs
Description: Material Material Material Material Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >35 5 >3: 5 >3 9 5
% Amosite: >1 s 3 >1 t 3 >1 r 3
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
%TotalAsbestos: >458 >458 ND ND >4 8
Other Materials
% Cellulose: >5 10 >5! 10 >5g 10 >5: 10 >5 s 10
% Fiberglass: >30 - 40 >30 s40 >20 30 >20 30 >30 ! 40
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >40 s 50 >40 50 >50 60 >50 60 >40 50

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations statesIf the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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11/30/07
DataChem Laboratories

PolalredlightMicrascopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6569

Client Sample ID: J16249 J16250 J16251 J16252 J16252
DCL Sample ID: 07-38070 07-38071 07-38072 07-38073A 07-38073B
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Layered Layered
Color: Grey Grey Grey Green Black
Texture: Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Compact Resinous
Description: Material Material Material Tile Mastic
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >35 5 >3 5 >3r 5 >1: 3 >3 5 5
% Amosite: >1 2r3 >1 s3 >1 5 3
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
%TotalAsbestos: >458 >4:8 >4s8 >153 >3 5
Other Materials
% Cellulose: >5 10 >5 10 >5 - 10
% Fiberglass: >30 -.40 >30 540 >30 40
% Other Fibers:

% Resin/Binder: >10 s520 >70:s 80
% Non Fibrous: >40 50 >40!5 50 >40 50 >70 80 >10 20

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
"... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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11/30/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6569

Client Sample ID: J16253 J16253 J16254 J16254 J16255
DCL Sample ID: 07-38074A 07-38074B 07-38075A 07-38075B 07-38076
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Homog.
Color: Grey Tan/Black Green Black Grey
Texture: Compact Resinous Compact Resinous Crmby/Fbrs
Description: Tile Mastic Tile Mastic Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >1 ! 3 >1 3 >3!95
% Amosite: >20 r 30
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND >1:53 >1! 3 >3 ! 5 >20:s 30
Other Materials
% Cellulose: >5 10
% Fiberglass:
% Other Fibers:

% Resin/Binder: >10 s 20 >70 ! 80 >10 20 >705 80
% Non Fibrous: >70 .80 >10!920 >70 80 >10!g20 >50 ! 60

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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11/30/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6569

Client Sample ID: J16256 J16257 J16258 J16259 J16260
DCL Sample ID: 07-38077 07-38078 07-38079 07-38080 07-38081
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Homog. Homog.
Color: Grey Grey Grey Grey Grey
Texture: Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Fibrous
Description: Material Material Material Material Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >5 !g10 >5 10
% Amosite: >205 30 >20 30
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total-Asbestos: >20 !r30 >20 30 >5 9 10 >5 10 ND
Other Materials
% Cellulose: >5 10 >5 10 >5 10 >5 10
% Fiberglass: >20 30 >20! 30
% Other Fibers: >80 90

% Resin/Binder:
% Non Fibrous: >50 60 >50 60 >40:5 50 >40 50 >5 10

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. 0. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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11/30/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6569

Client Sample ID: J16261 J16262 J16263 J16264 J16265
DCL Sample ID: 07-38082 07-38083 07-38084 07-38085 07-38086A
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Homog. Layered
Color: Grey Grey Grey Grey Grey
Texture: Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Crtnby/Fbrs Fbrs/Crmby
Description: Material Material Material Material Ceiling Tile
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >3 ! 5 >35 5 >3 5 >3 s 5
% Amosite: >1 3 >1 53 >1: 3 >1 5 3
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >4 8 - >458 >458 >458 ND
Other Materials
% Cellulose: >5 s 10 >55 10 >5! 10 >5 10 >40 50
% Fiberglass: >30 - 40 >30 540 >30 40 >30 -.40 >10 20
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >40 .50 >40 50 >40 50 >40 50 >20 30

ND=NoneDetected Trace=<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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11/30/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6569

Client Sample ID: J16265 J16266 J16266 J16267 J16267
DCL Sample ID: 07-38086B 07-38087A 07-38087B 07-38088A 07-38088B
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Layered
Color: Brown Grey Brown Black Brown
Texture: Crumbly Fbrs/Crmby Crumbly Flexible Crumbly
Description: Mastic Ceiling Tile Mastic Covebase Mastic
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose: >40 50
% Fiberglass: >20 ! 30
% Other Fibers:

% Resin/Binder: >60 70 >60 5 70 >20 30 >60 5 70
% Non Fibrous: >20 !930 >10! .20 >20 30 >60570 >20 s 30

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe '
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
".. If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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11/30/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6569

Client Sample ID: J16268 J16269 J16270 J16271 J16272
DCL Sample ID: 07-38089 07-38090 07-38091 07-38092 07-38093
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Rejected Accepted
Homogeneity: Layered Homog. Homog. Homog.

Inseparable
Color: Grey/Tan Grey Grey Grey
Texture: Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs
Description: Drywall Material Material Material
Analysis: PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >5r 10 >5 10 >5 10
% Amosite: >10 520 >10 -.20 >10 s20
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND >15 s 30 >15:530 >15 s 30
Other Materials
% Cellulose: >10 s20 >5 10 >5 10 >5 10
% Fiberglass:
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >70 80 >50 !960 >50 60 >50 60

ND=NoneDetected Trace=<1%

Special Prep Procedures: None.

*Notes: P.O. #: Not Available. Sample number J16271 was rejected due to insufficient amount of material for analysis.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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11/30/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6569

Client Sample ID: J16273 J16274 J16275 J16276 J16276
DCL Sample ID: 07-38094 07-38095 07-38096 07-38097A 07-38097B
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Layered Layered
Color: Grey Grey Grey Grey Black
Texture: Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Compact Resinous
Description: Material Material Material Tile Mastic
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >5: 10 >5 10 >1:93
% Amosite: >10:520 >10 20
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >15 30 >15:930 ND >1:3 ND
Other Materials
% Cellulose: >5 5 10 >5 10 >5 10
% Fiberglass: >20 g 30
% Other Fibers:

% Resin/Binder: >10 520 >70 80
% Non Fibrous: >505 60 >50 60 >50 5 60 >70 80 >10 20

ND=NoneDetected Trace=<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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11/30/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6569

Client Sample ID: J16277 J16277 J16278 J16278 J15WN3
DCL Sample ID: 07-38098A 07-38098B 07-38099A 07-38099B 07-38100A
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Layered
Color: Grey Black Black Tan Brown
Texture: Compact Resinous Flexible Crumbly Flexible
Description: Tile Mastic Covebase Mastic Covebase
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >1 3
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >1 !53 ND ND ND ND
Other Materials
% Cellulose:
% Fiberglass:
% Other Fibers:

% Resin/Binder: >10 520 >70 80 >20 30 >60 570 >205 s30
% Non Fibrous: >70 s80 >10 -.20 >605 70 >20 530 >60 70

ND = None Detected Trace= <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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11/30/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6569

Client Sample ID: J15WN3 J15WN4 J15WN5 J15WN6 J15WN7
DCL Sample ID: 07-38100B 07-38101 07-38102 07-38103 07-38104A
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Homog. Homog. Homog. Layered
Color: Grey/Tan Grey Grey Grey Tan
Texture: Flex/Fbrs Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Fibrous
Description: Mastic Material Material Material Ceiling Tile
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >1:53
% Amosite: >1 ! 3 >1 3 >1 53
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND >2 ! 6 >15 3 >1 !-3 ND
Other Materials
% Cellulose: >10 20 >5 - 10 >5 10 >5 10 >80 90
% Fiberglass: >20: 30 >20 5 30 >20 5 30
% Other Fibers:

% Resin/Binder: >20 9 30
% Non Fibrous: >40 50 >50 60 >50!5 60 >50 r.60 >5! 10

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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11/30/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6569

Client Sample ID: J15WN7 JI5WN8 JI5IWN8 J15WN9 JISWP0
DCL Sample ID: 07-38104B 07-38105A 07-38105B 07-38106 07-38107
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Homog.

Inseparable
Color: Brown Grey Tan Yellow/Grey Grey
Texture: Crumbly Compact Crumbly Fibrous Crmby/Fbrs
Description: Mastic Tile Mastic Insulation Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >1 3 >3 5
% Amosite: >1 3
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND >1:53 ND ND >4s 8
Other Materials
% Cellulose: >5:5 10 >5 5 10
% Fiberglass: >80: 90 >20 r 30
% Other Fibers: Trace

% Resin/Binder:
% Non Fibrous:

>60 s 70
>20! 30

>10 5 20
>70 5 80

>70 5 80
>10!9 20 >1 5 3 >50:g 60

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6569

Client Sample ID:
DCL Sample ID:
Macroscopic Examination
Accepted/Rejected:
Homogeneity:

Color:
Texture:
Description:
Analysis:
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:

J16279
07-38108

Accepted
Layered

Inseparable
Grey/Tan

Crmby/Fbrs
Drywall

PLM

% Total Asbestos: ND
Other Materials
% Cellulose: >10 520
% Fiberglass:
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >70 r 80

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. 0. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-040-337 Page I of 12
Collector Companv Contact Telephone No. Project Coordinator

Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround

Proiect Designation Samhlina Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040

Ice Chest No. Field Loebook No. COA Method of Shipment
Fed Ex Box EL-1518-9 See below Federal Express

Shipped To Offsite Property No. Bill of Ladine/Air Bill No.
DataChem Laboratories - Cincinnati 4 RiotQ See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos & Be Presemtion N.

Special Handling and/or Storage Ty. of Container
No. of Container(s)

Volume

B EPA

SAMPLE ANALYSIS

Sample No. C)- Matrix * Sample Date Sample time - -

J16244 3 ( TESU t(
J16245 OTHER SOLD /4" 3;_
J16246 OTHER SOLID

J16247 N $ OTHER SOUD p kqZ
J16248 OTHER SOUD 6 r_5

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS M IX
R shed By/Removed From. Dateaime Receiv.d By/Stored In Datelrine Laboory Analylis, Date Managent, nd Shipping C0A -RD4MXXF00

emAqfmnsah4 BVR /o7 /or i ? ,dol
Relinquisheid B Danne & R ecd By/Sord in Datwrime

KFA '-A 7 -JV,0 pM
Rclincpns c/Remo - D967fine Receivd y/Sm In Date'ime A

Relinquished By/Removed From DTbi Rt-e /Stored In Date/rime

Relinquished By/Rntoved From Draefime ived By/Stored In Datwlime V s

Relinquished.By/Rmnoved Fon DotefiDe Reccived By/Stored In Date/Time

LABORATORY Roomed'By Title Diricime
SECTION

FINAL SAMPLE Disposal Method Disposed By Dateffie
DISPOSITION

WCH-EE-011



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-040-337 JP3- Z of LO
Collector Comoanv Contact TeleDhone No. Project Coordinator

Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround

Proiect Designation Sampline Location SAF No. 7Das
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040

Ice Chest No. Field Logbook No. COA Method of Shinment
Fed Ex Box EL-1518-9 See below Federal Express

Shipped To Offaite Property No Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos & Be Preservation

Special Handling and/or Storage Type of Container

No. of Container(s)

Volume Sg

Asbestos.
BULAC-EPA

SAMPLE ANALYSIS

Sample No. Matrix* Sample Date Sample Time

J16249 OTHER SOLID A S -n o -

J16250 Q '4 OTHER SOLID 1kS I
J16251 OTHER SOLID rs5l I - -

J16252 OTHER SOLID 9& _ __ __

J16253 6%g - OTHER SOLID C6 I _r

CHAIN OF POSItON Sign/PrintNames SPECIAL INSTRUCTIONS Matrix *
Relinquished By/Remoed rrom Date/ime Rcived By/Stored Date/fTie Laboratory Analysis, Data Management, and Shipping COA - RD4MXX2FtO

R) nished B/Rer dl T" m k eceivd By tortedn Date/fine

Relinqaished By/Removed From Date/Time Receihd d Datcrllme

Relinquished ByRmoved From DalefTime ecedv/ dl Dateflum T-A

Relinquished By/Removed From Date/Tine eceived By/Stored In Date/lime

Relinquished By/Remnnd From Dat ime eceived By/Stored in Date/rne

LABORATORY Received By ite Date/rime
SECTION

FINAL SAMPLE Disposal Method 4Dsposed By DatefTime
DISPOSITION

WCH-EE-01 I



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-040-337 Fag. j of IQ
Collector Comany Contact Teleohone No. Proiect Coordinator

Mike Stankovich MT Stankovich 531-7620 KESSNER, jHI Price Code 9K Data Turnaround

ProiectDesienation Samplin Location SAFNo. 7 Days
300 Arma D&D Waste Characterization Sampling - Other Soli 309 RC-040

Ice Chest No. Field Loebook No. COA Method of Shinment
Fed Ex Box EL151-9 See below Federal Express

Shipned To Offsite PropertvNo. Bill of Ladin/Air Bill No.
DataChem Laboratories - Cincinnati 4 . See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos & Be Preservation

Special Handling and/or Storage Type of Container G

No. of Container(s)

Volume 5g

- BULK-EPA

SAMPLE ANALYSIS

Sample No. Matrix Sample Date Sample Time

J16254 OTHER SOLID // o-/1: K0-7
J16255 OTHER SOLID JC-
J16256 OTHER SOLID

J16257 OTHER SOLID

J16258 OTHER SOLID 076- Lr
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSThUCTIONS Matrix

Relinquished B Removed Fpxm Daue/Ttm Received /td To DaTfime Laboratory Analysis, Data Management, and Shipping COA - RD4MXX2F0o
M f|illlC /M ? /-/ < s-s-n

Rel eosdFdr/ Received By/Sti dTo Dateffime

Duerr-no F

Relinqluished BytiRemovrd Vro Dattrfinw /:rei Dwoe/Tie T

Rclinquished By/ amoved From D.m R Byr- Datene

elinquished Fly/Removed From Date/twin vecved By/Stord In Date/Fime

LABORATORY Received By rate Dwe/rTi
SECTION

FINAL SAMPLE Disposa Method Disposed By Date/Tme
DISPOSITION

WCH-EE-01 I



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-040-337 Page 4 of 1-
Collector Comnanv Contact Telephone No. Protect Coordinator

Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround

Protect Desination Sampline Location SAP No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Solt 309 RC-040

Ice Chest No. Field Lobook No. COA Method of Shipment
Fed Ex Box EL-1518-9 See below Federal Express

Shipped To Offsite Property No. Bill of Ladinv/Air Bill No.
DataChem Laboratories - Cincinnati 7See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos & Be Preservation No.

Special Handling and/or Storage Type of Container G

No. of Container(s) I

Volume 5g

Asbetos-
BULK-EPA

SAMPLE ANALYSIS

Sample No. Matrix Sample Date Sample Time -

J16259 C) L OTHER SOLID -/ / -7 --7/--
J16260 OTHER SOLID

J16261 OTHER SOLID

J 16262 OTHER SOLID X
J16263 OTHER SOLID

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
Relinquished By/Removed Fron DareroiC eecved B 'Stored In Date/Tne Lboratory Analysis, Data Management, and Shipping COA - RD4MXX2F00

Reini y)/It med /m IV Received B -/Stored In aeTm

Rclinnishcd Eifmved Frm Dure/1-inne Received Al/Sred in Dawc/Tme Ar

Relinquished By/Remmvd rom nefm Rec ' -ed y/ ored l. n

R eloinushed By/Remrived F'rom Darefrirne eeie By/qtomed In Dae/Tim

Rchrquishd By'Remowd Frown D rTme recived By/Stomd In Date/Thne

LABORATORY Rcie~ Tite Daerrune
SECTION

FINAL SAMPLE Dispnal M* _jDisposed By Daerime
DISPOSITIN

WCH-EE-011



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-337 jPw 1 of 12
Collector Company Contact TelephoneNo. Project Coordinator

Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround

ProlectDesienation Samoline Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040

Ice Chest No. Field Logbook No. COA Method of Shipment
Fed Ex Box EL-1518-9 See below Federal Express

Shipped To OfIsite Pronerty No. Bill of LadinE/Air Bill No.
DataChem Laboratories - Cincinnati See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbest/a & Be Preservation

Special Handling and/or Storage Type of Container
No. of Container(s) I

Volume S

BULK-EPA

SAMPLE ANALYSIS G3 9 c0)

Sample No. Matrix * Sample Date Sample Tome

J16264 Y)011 OTHER SOLID

J16265 OTHER SOUD

J16266 OTHER SOUD e,37
J16267 OTHER SOLID

J16268 OTHER SOLID K
CHAIN OF POSSESSION Sign/PrintNams SPECIAL INSTRUCTIONS Matnx

Relinquished By/Re ved F Daeime ,K Received By/Stored In Datefrne Laboratory Ananyis, Data Manapgeet, and Shipping COA - RD4MXX2FOO

Reiquished BT/Remo PDatt/I /B Retced rd In Da-e/im

R h inihed d D-;/Ime- Recvei By/Snd I Dabde/u .7*/ Wan

Relinnihed Ay/Rcnx vedrm Docmw R-cei By/St ein DaweTime

Religished By/Rarowd I'mm Dawe/r'e Reevd Byv/Smored In Datewfime

Refinqiuished By/Remnovd Frm D aeTime RecivdBy/Swored In Daterrme

LABORATORY Recvd By Tidle DaTeime

FINAL SAMPLE Dispml Method 'A. Disposed By DareUrqe
DISPOSITION

WCH-EE-01 1



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-337 Pase of 10
Collector Company Contact Telephone No. Project Coordinator

Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround

Proieet Desianation Samoline Location SAF No. 7 Days300 Amt D&D Waste Characterization Sampling - Other Soli 309 RC-040
Ice Chest No. Field Loebook No. COA Method of Shipment

Fed Ex Box EL-1518-9 Seebelow Federal Express
Skinned To Offsite Property No. Bill of Ladin/Air Bill No.DataChem Laboratories - Cincinnati il '?C~_CO 2 4:9_ ___ See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS -

Asbestos & Be 
Pr71er--- --

Special Handling and/or Storage Type of Container

No. of Container(s)

Voinme Sg

BULK-EPA
SAMPLE ANALYSIS

Sample No. Matrix Sample Date Sample Time

J16269 OTHER SOLID o ' 
_

J16270 OTHER SOLID 0 /-_ 
-

J16271 OTHER SOLID

J16272 OTHER SOLID

J16273 -:A ( OTHER SOLID )-- -

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS MatrixRelinqpished By/fR From Daune Rceinvd B /Storcd Datefimne itrory Ana3,1% Data Mangcmnt, and Shipping COA - RD4MXX2F0O

Re Daterine /,9V- Receivd Bo-tored Ie DTm

Relimqiished By/Re nve d Fp Dotetmne Re-- ordIn Datim: A

eclinquinhed By/Rerroved Firn Daeihe By bred In Dae/im 
wiL~

Rclhquished By/Removed From Daterfie eceived By/Stord In Daterrme V-es

Relinquished y/RemoedFrom Date/Thie Received By/Stored In Date/fime

LABORATORY Received By Tle Date/time
SECTIONDa/ie

FINALSAMPLE DisixsolMethod Disposed By Datefr
DISPOSITION

WCH-EE-01 1



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-337 Page 2 of l
Collector Company Contact Telephone No. Protect Coordinator

Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround

Project Designation Sampline Location SAF No. 7 Days
300 Aen D&D Waste Characterization Sampling - Other Soli 309 RC-040 D

Ice Chest No. Field Logbook No. COA MeThod of Shipment
Fed Ex Box EL- 1518-9 Ste below Federal Express

Shinned To Offaite Pronerty No. Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos & Be Preservation N..

Special Handling and/or Storage Type of Container

No. of Container(s)

Volume 5g

BULK-EPA

SAMPLE ANALYSIS

Sample No. Matrix * Sample Date Sample Time .

J16274 OTHER SOLID 7
J16275 OTHER SOLID

J16276 OTHER SOLID

J16277 OTHER SOLID

J16278 OTHER SOLID

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Mwrx
By/Removud Fr. DtThF Recoved ByStared Date/rtie Iaborry Analygis, Dara Ma2agecrtet, and Shipping COA - RD4MX2Fo0

R elinshed B 8 emod mr, D IZeTn Recmi,,d BlSknW Dt/Tm

Refiqisd Dvemverri'me ecisi
/ 7 0--

Relinqished By/Rmoved FroDa Rarrled In Da-Tudeg

RInsdBy/SoredIn Daterune e

Relinquished By/Rcmoved Fm Dat/Time Ti1d Byrored In DaftSe/

LABORATORY RceivedBy Title Datefrim
SECTION

FINAL SAMPLE Disposal Mcdh Disposed By Date/Trie
DISPOSITION

WCH-EE-011



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-040-336 11 4 1 of LJ.
Collector Company Contact Telenhone No. Project Coordinator

Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround

Protect Designation Samoline Location SAP No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040

Ice Chest No. Field Loebook No. COA Method of Shipment
.Ptff Z Je 23 EL-1518-9 See below Federal Express

Shipned To Offsite Property No. Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati 0 360t d5- See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos & Be Preservation

Special Handling and/or Storage Typ of Container

No. of Container(s)

Volume 5g

BULK-EPA

SAMPLE ANALYSIS

Sample No. Matrix * Sample Date Sample Tome

7o OTHER SOLID

JlSWN3 () OTHER SOLID I/tr- t--7
J1SWN4 OTHER SOLID ogta
J15WN5 OTHER SOLID IS- -C
JIIWN6 I i13 OTHER SOLID

CHAIN OF POSSESSION Sign/Print Names SPECIA, INSTRUCTIONS Matrix
Reinq ushed ly/Removed From Date/Tae Recheid By/SloRed In Datellime IbOratOry Analysis, Data Management, and Shipping COA - RD4MXX2F00

.T4,,r(tif, /1/ -71/01.5 ik'" 7$ /-
Sihquised Bk Date/iime 4 ,/ eceed By/oed in D-erIne

Reliequshd By/R 10111 Ditef./Tmo yftmdn -

Dtob Liquid
Relinquished By/kemovd Fomm Doe/Tinie .d4iu to D.-

Reliognished By/Removed From Dwe/Tim ved By/Stored In Date/Tine

Relinquished By/Removed Fmm Datetime recied By/Strd In Date/rime

LABORATORY Received By Tide Dawrime
SECTION

FINAL SAMPLE Disposal Meod Disposed By Date/fime
DISPOSITION

WCH-EE-01 I



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 Page 19 of LO

ollector Company Contact Telephone No. Prolect Coordinator
Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround

rject Designation Sampling Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040

Ice Chest No. Field Loebook No. COA Method of Shipment
_PEP le, AM EL-1518-9 See below Federal Express

Shioned To Offslte Property No. Bill of Ladine/Air Bill No.
DataChem Laboratories -Cincinnati /4 f6e645r#_ _ See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos & Be Preservation

Special Handling and/or Storage Type of Container

No. of Container(s)

Volume 5g

BULK-EPA
SAMPLE ANALYSIS

Sample No. Matrix * Sample Date Sample Time

J5WN7 -2 tg OTHER SOLID I rf Ic-; . Z . "C
J15WNB OTHER SOLID

J15WN9 2 OTHER SOLID .
J15WPO OTHER SOLID V/

- it ,soi79_%X_06 CL, /01;- X
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix

ejinquisbed By/Rcmoted Fat Date/rime Receved By/Stored In D teric Laborantoy Analysis, Data Management, and Shipping COA - ID4MXX2FOO
'ILI SE~.SfiiM~ltMC is'y y /-//- Tr" /654

lteliquished By/Roiio F ate/Tlint /- Received By/Stored In Daterime

/A / 7 / w 45/
Relinqishedq1Remmvd" jV Daterrine A ySire

Relinquished 8y/Rerved From DsueT=n cie DatecMine -

Relinquished By/RemovedFrom DaTe/ime Receved By/SuruldIn DaX/

Relinqished By/Ramoivd From Datefflte Re"Ned By/Stoxed In Date/Time

LABORATORY RewcMv4dB Tile Date/rmie

SECTION 7
FINAL SAMPLE Disposed By Datehrme
DISPOSITION

WCH-EE-01 1


